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Test Results: In accordance with Section 10 of EIMA 101.86, Quality Systems, Inc.'s
PermaCrete Surface System material met the requirements for an Ultra High Impact Resistant
product (Over 17.0 J [150 inch-Ibs]).

Data sheets, representative samples of test specimens, a copy of this report, or other pertinent
project documentation will be retained by Architectural Testing for a period of four years from
the original test date. At the end of this retention period such materials shall be discarded
without notice and the service life of this report by Architectural Testing will expire. Results
obtained are tested values and were secured by using the designed test methods. This report does
not constitute certification of this product nor an opinion or endorsement by this laboratory. It is
the exclusive property of the client so named herein and relates only to the specimens tested.
This report may not be reproduced, except in full, without the written approval of Architectural
Testing.
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